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QINGDAO BOSS FLAME RETARDANT TEXTILE MATERIALS CO., LTD 
NO.1186 LANZHOU WEST ROAD, JIAOZHOU, QIANGDAO, SHANDONG, CHINA 
 
 
 
The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description : POLYESTER FIBER ACOUSTIC PANEL 

SGS Ref. No. : GZIN1804017946CM 

Country of Origin : CHINA 

Sample Receiving Date : Apr.16, 2018 

Test Performing Date : Apr.16, 2018 to Apr.25, 2018 

 

Test Result Summary 

 

No. Test item Test(s) Requested(Method) Result(s) Comments 

1 Heat Build-up 
With Reference to EN 15534-

1:2014 Section 9.4 and Client’s 
Requirement 

Please refer to the 
following page(s) 

/ 

For further details, please refer to the following page(s) 

 
 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of 
Shunde Branch 
SGS-CSTC Co., Ltd. 

 
Jack Yao 
Approved signatory 
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Summary of Results: 

No. Test Item  Test Method Result Conclusion  

1  Heat Build-up 

With Reference to EN 

15534-1:2014 Section 9.4 

and Client’s Requirement 

46.5℃  /  

 

Pass : Meet the requirements; 

Fail : Does not meet the requirements; 

Note: 

/ : Not Apply to the judgment. 

 

Original Sample Photo: 

 
Sample  
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Test Item: Heat Build-up 

Sample Description: See photo 

Test Method: With Reference to EN 15534-1:2014 Section 9.4 and Client’s Requirement 

Test Condition: 

Specimen: 99.9mm×99.5mm×9.51mm (Horizontal position) 

Infrared heat lamp: 250W 

Ambient air temperature: 23.5℃ 

Temperature rise above ambient air temperature for black control specimen: 50.0℃ 

Test result:  

Temperature rise above ambient air temperature for the specimen tested: 46.5℃ 

 
Remark: This test was subcontracted to SGS-CSTC Standards Technical Services Co.,Ltd. Guangzhou Branch.  
 

***End of Report*** 
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